
CHAPTER 15 BLM 15.2.1 

OVERHEAD 
 

Addition and Condensation Polymers  

Examples of Addition Polymers 

Name Structure of 
monomer Structure of polymer Uses 

polystyrene 

 

• styrene and Styrofoam™ cups 
• insulation 

packaging • 

polyvinylchloride 
(PVC, vinyl) 

 

• construction materials 
sewage pipes • 

medical equipment • 

 
Examples of Condensation Polymers 

Name Structure Uses 
Dacron™ (a 
polyester) 

• synthetic fibres used 
to make fabric for 
clothing and surgery 

Nylon-6 (a 
polyamide) 

 

• tires 
• synthetic fibres used 

to make rope and 
articles of clothing, 
such as stockings 

 

Copyright © 2007, McGraw-Hill Ryerson Limited, a Subsidiary of the McGraw-Hill Companies. All rights reserved. 
This page may be reproduced for classroom use by the purchaser of this book without the written permission of the publisher. 


