CHAPTER 15

OVERHEAD Addition and Condensation Polymers
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Structure of polymer

monomer
polystyrene H,C=CH o CHy—CH—CH,—CH™ _ gtvrene and Styrofoam™ cups
. insulation
@ . packaging
styrene polystyrene
polyvinylchloride Cl r—CH;—CH—CH;—CH~ | construction materials
(PVC, vinyl) - C—(‘ZH | . sewage pipes
S cl Cl |, medical equipment
vinylchloride polyvinylchloride
Examples of Condensation Polymers
NEE Structure | Uses |
Dacron™ (a o o 0 o . synthetic fibr_es used
polyester) H to make fabric for
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